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TABLE |
Spirit 24 Quarry
Moyie, BC
Stone Testing
Sample No. Specific Gravity Absorption

(SSD) (%)

1 2.72 0.31

2 2.73 0.26

3 2.74 0.20

4 2.75 0.18

8 273 0.21
Average 2.78 0.23

Note: Samples supplied by client September 23, 2012



